
Table 1

Mean

CrFeCoNiPd 208.76 207.28 208.02

124.85 125.83 125.34

106.02 108.79 107.405

CrFeCoNi 211.32 226.71 219.015

118.27 133.00 125.635

128.32 130.95 129.635

Ni2Pd 234.92 236.41 235.665

151.31 151.46 151.385

95.30 95.57 95.435

NiCoCr 261.42 263.47 262.445

161.05 165.25 163.15

139.93 137.43 138.68

NiCo 278.47 278.17 278.32

162.32 162.21 162.265

144.28 143.87 144.075

Ni 274.77

154.22

126.71

Pd 198.12

147.15

71.67
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